
   Qingdao Orid Chem Co.,Ltd.

    

Packing No.: Model No.:

Delivery No.: Order No.:

Quantity:

Delivery date:

Range Result Standard

15± 3 17 GB7044-1993

270± 5 270 GB7044-1993

50± 5 48 GB7044-1993

190± 5 191 GB7044-1993

130± 5 130 GB7044-1993

- 1.5 GB7044-1993

- 1.5 GB7044-1993

- 1 GB7044-1993

- 150 GB7044-1993

7-9 8 GB7044-1993

- 10 GB7044-1993

Contact Sign Date

Country:

Company name: Certificate of Analysis

Address: Specialty Carbon Black

Contact:

Email/Phone number:

Product Specification

Test Data

H930(Granule)

/

2018.8.8

Testing item

Heating Loss  %≤

950℃ Volatile Content  (%)

Heavy metal content  (ppm)≤

https://www.oridcarbon.com

Average Original Partical Size  (nm) 

BET Surface Area   (m2/g)

OIL Absorption Number  (cc/100g)

CTAB specific surface area  (m
2
/g)

Tint Strength Vs IRB=100%(100%)

Ash Content %≤

45μm Sieve Residue  (ppm)≤

pH

Email:Alex@oridcarbon.com Jack Alex

https://www.oridcarbon.com/

